
H1000 LAB job No Sample ID QAQC_Type QAQC_descp Standard_ID Original_Sample Ag As Au Au1 Zn
D C5171_9736 BBRC0018 ST Standard ST500‐1 20 100 10 11 500
D C5171_9736 BBRC0019 BL Blank BLANK 0.1 ‐5 ‐0.1 0 25
D C5171_9736 BBRC0024rpt Ldup BBRC0024 0.1 ‐5 4 2 20
D C5171_9736 BBRC0054 Fdup BBRC0053 0.1 ‐5 2 3 200
D C5171_9736 BDRC0025 ST Standard ST502‐2 0.1 ‐5 1 1 25
D C5171_9736 BDRC0026 BL Blank BLANK 0.1 ‐5 1 2 25
D C5171_9736 BDRC0046rpt Ldup BDRC0046 0.2 ‐5 2 1 180
D C5171_9736 BDRC0049 Fdup BDRC0048 0.2 ‐5 1 1 210
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